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We present a combined numerical, theoretical, and experimental study on stimulated three-magnon
splitting in a magnetic disk in the vortex state. Our micromagnetic simulations and Brillouin-lightscattering results confirm that three-magnon splitting can be triggered even below threshold by exciting one
of the secondary modes by magnons propagating in a waveguide next to the disk. The experiments show
that stimulation is possible over an extended range of excitation powers and a wide range of frequencies
around the eigenfrequencies of the secondary modes. Rate-equation calculations predict an instantaneous
response to stimulation and the possibility to prematurely trigger three-magnon splitting even above
threshold in a sustainable manner. These predictions are confirmed experimentally using time-resolved
Brillouin-light-scattering measurements and are in a good qualitative agreement with the theoretical results.
We believe that the controllable mechanism of stimulated three-magnon splitting could provide a
possibility to utilize magnon-based nonlinear networks as hardware for neuromorphic computing.
DOI: 10.1103/PhysRevLett.125.207203

With the first experiments on ferromagnetic resonance at
large excitation powers by Bloembergen, Damon, and
Wang [1–3], nonlinear effects in magnetization dynamics
have often been regarded as parasitic, leading to additional
losses, frequency shift, or linewidth broadening of the
ferromagnetic resonance and of the magnon modes therein.
On the other hand, this nonlinearity leads to many
interesting phenomena such as multimagnon scattering,
parametric pumping, formation of solitons, or phase locking [4,5]. Some of these effects have analogs in other fields,
like nonlinear optics [6,7].
In recent years, nonlinear systems have been given
increasing attention, for example, as candidates for hardware implementations of neuromorphic computing [8–11].
One of the most important working principles of
neuromorphic networks in order to achieve complexity is
that the individual neurons are activated in a nonlinear way.
Suitably, magnons (spin waves) in ferromagnets are
strongly coupled and, above a certain threshold amplitude,
undergo spontaneous scattering processes with each other,
leading to information transport in wave-vector space. In
addition to this, magnons generate high-frequency magnetic fields and, thus, provide a potential interface between
nonlinear networks and spin-qubit-based quantum systems.
As a result, the study of nonlinear magnon dynamics is of
both fundamental and technological interest.
Recently, we provided the direct experimental evidence
for three-magnon splitting (3MS), i.e., the splitting of
one primary magnon in two secondary magnons, in
magnetic disks in the vortex state [12]. But typically, a
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certain microwave power is necessary to overcome the
threshold of spontaneous splitting. This is, in addition,
accompanied with a characteristic time delay which cannot
be precisely controlled, since it relies on the instantaneous
amplitudes of the thermal magnons. Recently, Zhang and
co-workers predicted numerically the stimulation of such
processes in domain walls [13]. However, up to now, there
was no experimental demonstration of an active stimulation
of magnon splitting in confined systems which allows us to
not only trigger nonlinear dynamics below threshold but
also to control the time when the splitting sets in.
In this Letter, we use rate-equation calculations,
micromagnetic simulations, and Brillouin-light-scattering
microscopy (μBLS) to predict and verify that 3MS can be
triggered nonlocally even below threshold by exciting one
of the secondary modes via the long-range dipolar magnetic fields of magnons propagating in a waveguide which
is spatially separated from the disk [Fig. 1(a)]. The experiments show that stimulation is possible at low powers and
in a wide frequency range around the frequencies of the
secondary modes. Furthermore, we demonstrate the instantaneous response to stimulation and the possibility to
prematurely trigger 3MS above threshold.
Magnon eigenmodes in vortex-state magnetic disks have
been examined in numerous experimental [12,14–16],
theoretical, [16–24] as well as numerical works [25–27].
Their confinement leads to a discrete spectrum which is
categorized by a radial index n ≥ 0, counting the nodes
in the radial (ϱ) direction, and an azimuthal index
m ∈ Z, counting the periods in the azimuthal ϕ direction
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FIG. 1. (a) Experimental realization (left) and simulation model
(right) of the vortex-state permalloy disk and of the longitudinally
magnetized 2 μm wide waveguide. The experimental image has
been acquired using scanning electron microscopy. An Ω-shaped
antenna is used to excite the disk with a rf field bD at frequency
fD . Additionally, a strip-line antenna is used to excite magnons
in the waveguide with a rf field bWG at frequency fWG.
(b) Dispersion of the vortex disk calculated using micromagnetic
simulations. Exemplary scattering channels for three different
excitation frequencies are marked on the dispersion. The hatched
rectangular region represents an approximate frequency and
wave-vector interval in which the waveguide can efficiently
excite magnons in the disk. (c) Numerically obtained spatial
profiles of the magnons taking part in a 3MS channel: the directly
excited radial mode with frequency f D and the secondary
azimuthal modes with f þ and f− .

[see coordinate system in Fig. 1(a)]. These modes appear in
degenerate duplets. For large enough disks, two modes
with the same n but opposite m share the same frequency,
with the exception of m ¼ 1 for which hybridization with
the gyrotropic mode of the vortex appears [14,17,18,28].
Figure 1(b) shows the spectrum of the vortex magnons
obtained by micromagnetic simulations for a permalloy
(Ni80 Fe20 ) disk of 50 nm thickness and 5.1 μm diameter
[29]. The slope of the dispersion is negative in the
azimuthal direction (increasing jmj) and positive in the
radial direction (increasing n), which is characteristic for
dipolar-dominated spin-wave propagation parallel and
perpendicular to the equilibrium magnetization in thin
magnetic films [14,15,32].
A radial mode (m ¼ 0), that is excited by an azimuthally
symmetric out-of-plane microwave (rf) field at frequency
f D and with a large enough power, may decay into
two secondary modes via 3MS [12], as shown using
micromagnetic simulations in Fig. 1(c) for an excitation
frequency of f D ¼ 7.2 GHz. Experimentally, such a rf field
can be achieved by an Ω-shaped microwave antenna around

the magnetic disk. The 3MS in magnetic vortices obeys
certain selection rules [12]: Because of the cylindrical
symmetry, the angular momentum in ϕ direction must be
conserved, resulting in secondary modes of opposite
azimuthal index m. Moreover, the two secondary modes
must have different radial indices which leads to a
pronounced splitting in frequency 2Δf between them.
Finally, energy conservation demands for the frequencies
of the secondary modes f  ¼ f D =2  Δf. Simultaneously,
the mirrored process with exchanged signs of the azimuthal
indices is equally probable. We associate these two
equivalent processes with one scattering channel and speak
of secondary duplets instead of secondary modes. This
symmetry leads to standing waves which can be observed,
e.g., by μBLS [12,33]. Depending on the excitation
frequency of the radial mode f D , a variety of scattering
channels can be observed, some of which are marked on the
dispersion in Fig. 1(b).
For all channels, the frequency split 2Δf between the
secondary duplets can be exploited to access them individually using an additional rf field at the respective
frequency f þ or f −. It is well known that 3MS leads to
a considerable feedback on the directly excited mode at f D .
This interconnection together with the fact that the secondary duplets could be excited individually raised the
question of whether stimulated splitting could be realized
even below threshold. In other words, what happens if we
excite one of the secondary duplets directly (e.g., at f þ ),
taken that the radial mode at f D is excited below threshold?
A direct evidence for stimulated 3MS would be an instant
response at f − .
To answer this question, we have performed micro3
magnetic simulations using a custom version of MUMAX
[34,35] and verified these numerical results by μBLS. In
order to resonantly excite one of the secondary duplets
(with jmj > 0), it is not possible to use an Ω-shaped
antenna. The reason is that these modes possess no net
magnetic moment and, therefore, cannot couple to the
azimuthally symmetric rf field produced by such an
antenna. Instead, we use an adjacent, 2 μm wide waveguide
(WG) of the same material and thickness as the disk. In this
waveguide, we inject propagating magnons at frequency
f WG that couple to the azimuthal modes within the disk. A
curved waveguide is used to allow for a better surrounding
of the disk by the Ω-shaped antenna. To maximize their
intensity within the waveguide, magnons are excited at both
ends resulting in standing waves in the vicinity of the disk.
The experimental and numerical sample design is shown in
Fig. 1(a). An approximate frequency and wave-vector
regime, in which azimuthal modes in the disk can be
excited by the waveguide, is marked in the spectrum in
Fig. 1(b).
Without loss of generality, stimulated 3MS is shown for
the channel at f D ¼ 7.20 GHz, introduced in Fig. 1(c),
with the secondary duplets at f þ ¼ 4.46 GHz and
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FIG. 2. Spectra of the vortex disk obtained by micromagnetic
simulations and μBLS experiments for three cases: (a) exciting
only the disk below threshold at frequency f D, (b) exciting only
the waveguide at frequency f þ, and (c) both combined, showing
an additional signal at f − . (d) Mode profiles obtained from the
simulation in (c).

f − ¼ 2.74 GHz. Confirmation for other channels is found
in the Supplemental Material [29].
As a first sanity check, we excite (using the Ω-shaped
antenna in the experiments) the radial mode (1,0) in the
disk at frequency f D with a low power to verify that the
direct excitation is below threshold and no secondary
duplets are observed [36]. The corresponding numerical
and experimental spectra are shown in Fig. 2(a). In the
simulations, the spectrum of the disk was obtained by
performing a Fourier transform at each cell in the disk
whereas the experimental spectrum was obtained by
measuring and integrating the μBLS spectra at 14 different
points on the disk.
Next, to verify that magnons in the waveguide can
couple to the azimuthal modes in the disk, we pump the
waveguide at the frequency of the higher duplet f WG ¼ f þ .
By again measuring the spectral response in the disk
[Fig. 2(b)], we observe a signal at f þ , confirming a
successful coupling. Here, no rf field at the Ω-shaped
antenna was applied.
Finally, we combine both schemes by exciting at the
frequency of the radial mode f D ¼ 7.20 GHz in the disk
and at f þ ¼ 4.46 GHz in the waveguide. As seen in
Fig. 2(c), we observe an additional spectral contribution
at the exact frequency of the lower duplet f − ¼ 2.74 GHz.
By obtaining the mode profiles at f − and f þ from

micromagnetic simulations [Fig. 2(d)]—especially in comparison with the profiles of spontaneous 3MS at the same
excitation frequency f D in Fig. 1(c)—we can confirm that
the signals truly belong to azimuthal modes. As expected,
these modes show different radial indices n. The profile of
the mode excited at f þ by the magnons in the waveguide is
distorted. As the dipolar field of the waveguide generates a
wide spectrum of jmj components at the site of the disk, we
attribute this to an excitation of multiple degenerate duplets
at that frequency. However, the profile of the solely
parametrically excited mode f − almost perfectly resembles
the profile of the lower duplet produced by spontaneous
3MS. Thus, we conclude that 3MS has been successfully
stimulated below threshold.
In the remainder of this Letter, we want to explore three
aspects of stimulated 3MS, namely the bandwidth of
stimulation, the dependence on the excitation power within
the waveguide, as well as the temporal evolution of the
magnons subject to stimulated splitting.
To address the bandwidth, we excite the disk below
threshold at f D and vary the excitation frequency f WG in
the waveguide. Figure 3(a) shows the f WG -dependent
spectral response of the disk obtained by μBLS. The
dashed diagonal line at f WG is accompanied with an
antidiagonal response over a wide range around the
frequencies of the duplets. In fact, the stimulation efficiency as a function of waveguide frequency f WG closely
follows a Lorentzian curve of about 100 MHz half width at
half maximum which, in first order, is approximately equal
to the damping rate of the parametrically excited duplet at
f − (see Supplemental Material [29] for analytical details).
This confirms that stimulated 3MS is possible even when
f WG does not exactly match the frequency of one of the
secondary duplets [16,37].
(a)

(b)

FIG. 3. (a) BLS spectra of the disk when excited below
threshold at frequency fD and the excitation frequency in the
waveguide f WG is varied. The response at f− corresponds to
the lower duplet, as a result of stimulated 3MS. In (b), the
BLS response is extracted by integrating over a frequency interval
around the respective frequencies when the disk is excited at
fD ¼ 7.2 GHz below threshold and the excitation power
in the waveguide is varied at constant frequency fWG ¼
fþ ¼ 4.46 GHz. Arrows indicate the corresponding logarithmic
intensity axis.
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Next, we address the influence of the power that the
waveguide is excited with. In the experiment, we fix f WG ¼
f þ and vary the microwave power applied to the antenna on
the waveguide. The BLS intensities of the modes in the disk
were extracted by integrating over a certain linewidth
around the respective frequencies. The results summarized
in Fig. 3(b) confirm that stimulated splitting is possible
even for low excitation powers in the waveguide. With
increasing power of f WG , the measured signal at f −
increases whereas the one at f D decreases. This demonstrates the energetic interconnection between the different
modes and is an indirect evidence that a splitting process is
taking place. We observe a saturation in the power of the
stimulated splitting above which the intensity of the parametrically excited duplet at f − does not increase further.
However, the resonantly excited duplet at f WG ¼ f þ still
increases. As seen from the evolution of f D in Fig. 3(b),
above this power, the energy flux supplied by the directly
excited radial mode is nearly exhausted. Naturally, the
position of the saturation depends on the excitation power
of this radial mode.
Finally, we focus on how stimulation provides means to
control the timescale of 3MS. Parametric phenomena of
this nature are known to exhibit a power-dependent delay.
It takes a certain time before the directly excited mode
reaches its threshold, before the secondary duplets start to
grow, and even a longer time before these magnons reach
their dynamic equilibrium. Since stimulated splitting is
possible below threshold, the temporal evolution of the

modes must change compared to spontaneous scattering.
For this, we utilize rate equations derived from nonlinear
spin-wave theory [4,38,39], combined with time-resolved
μBLS (TRμBLS). Both methods allow us to track the
temporal evolution of magnons (see Supplemental Material
[29] for details). Only a qualitative comparison between
theory and experiments is presented here because, first, the
exact power arriving at the antenna is unknown in the
experiment and, second, for the same reason, a synchronization of the microwave pulses at the sample is cumbersome. Moreover, in the theoretical model, an additional
delay arising from the finite group velocity of the magnons
excited in the waveguide is neglected.
Let us first focus on the case below threshold. In
Figs. 4(a) and 4(b), we show the reference case when only
the radial mode at f D is excited with a rf field, marked with
a box on top of the panels. As soon as the duplet at f þ is
excited as well, the parametrically excited duplet at f −
immediately follows [Figs. 4(c) and 4(d)]. This means that
the response to stimulation is almost instant. Note that,
here, we observe a feedback on the directly excited mode,
i.e., a loss in its intensity due to the opening of the 3MS
channel. This fast response can be used to shorten the
power-dependent parametric time delay above threshold. If
again only the radial mode is excited, now above threshold,
we observe spontaneous 3MS. The secondary modes reach
dynamic equilibrium at about 20 ns in the theoretical
calculation [Fig. 4(e)] and at 15 ns in the experiment
[Fig. 4(f)]. Also here, the secondary modes appear much

(a)

(c)

(e)

(g)

(b)

(d)

(f)

(h)

FIG. 4. Temporal evolution of the spin-wave intensities obtained by nonlinear spin-wave (SW) theory and TRμBLS, respectively. The
time frames when the rf fields are turned on are marked by the boxes on top of the axes. In (a) and (b), only the radial mode at fD is
excited below threshold. In (c) and (d), an additional rf field is applied at f þ in the waveguide, showing a successful stimulation of the
mode at f− . Panels (e) and (f) show spontaneous 3MS above threshold, whereas (g) and (h) show a shortening of the parametric time
delay by applying a rf pulse at f þ in the waveguide. The ratio between the intensity levels of different modes in the experiments deviates
from the theoretical calculation, likely due to the spatial dependence of the duplets which form standing waves. Since TRμBLS
measurements are time-consuming they were only performed at one position on the disk. Different scales were used for theory and
experiments to highlight the feedback on the directly excited mode from theory, but also to show the small signals of TRμBLS.
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earlier if stimulated 3MS takes place [Figs. 4(g) and 4(h)].
Additionally, in the theoretical calculation, the rf field in the
waveguide at f þ is only applied for a short duration at the
beginning of the rf pulse at f D ; i.e., we stimulate only for a
short time. Note that this time is much smaller than the
time needed for the secondary modes to reach dynamical
equilibrium in the case of spontaneous 3MS in Fig. 4(e).
After the stimulation pulse at f þ in Fig. 4(g) is turned off,
spontaneous 3MS takes over and all modes relax slowly
into their dynamic equilibrium. This illustrates that 3MS
can be prematurely triggered above threshold even using
only a short stimulation pulse.
In conclusion, we demonstrated that stimulated 3MS in a
magnetic vortex can be achieved by coupling the dynamic
fields of magnons propagating in an adjacent waveguide to
the disk. Using micromagnetic simulations, nonlinear spinwave theory, and Brillouin-light-scattering microscopy, we
have predicted and confirmed that three-magnon splitting
can be triggered below threshold by exciting one of the
secondary modes or duplets. The BLS experiments have
shown that stimulation is possible even at low powers
and in a wide bandwidth around the frequencies of the
secondary modes or duplets. Finally, we showed the
instantaneous response to stimulation and the possibility
to even prematurely trigger 3MS above threshold in a
sustainable manner. Our theoretical predictions are not only
verified experimentally but are qualitatively in good agreement. We believe that stimulated 3MS provides a new
possibility to harness the potential of nonlinear spin-wave
dynamics. The nonlinear system of coupled magnons,
controlled by stimulated 3MS, could potentially serve as
a basis for hardware neuromorphic computing. For example, an ensemble of vortex disks coupled to a network of
waveguides could be utilized in magnon-based nonlinear
networks, in which the individual disks or, alternatively, the
magnon modes themselves act as neurons.
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